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GOLD ART/CMC S.p.A.
Requested by: Via Giardini Nord 231/233
41026 PAVULLO NEL FRIGNANO (MO)

On (date): 23/02/08

For the sample marked:

GRES PORCELLANATO
PRODUZIONE ENERGIE KER/GOLD ART

DI

The results reported relate only to the samples tested.

No responsability is taken for the accuracy of the sampling unless it is done under our

supervision.

The reproduction of this test report is only authorized in the form of a complete photographic

facsimile. Our written approval is necessary for any partial reproduction.

This test report consists of 3 pages this cover included.
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' Description of the sample:

GRES PORCELLANATO DI PRODUZIONE
~ ENERGIE KER/GOLD ART

Manufac__t_ur@r: GOLD ART/CMC S.p-A.

Sampling details:
-Where:  --mm--o-
=fatey ===z Zmemesass
- By whom: CUSTOMER

- How (methods): ~ --------
| DATE OF RECEIVAL IN LABORATORY: 23/02/05

TESTS PERFORMED:

i Date of Date of

| starting ending
!@ DIN 51130 Determination of the anti - slip properties — [25/02/05 | |25/02/05 |
! (06/2004) Workrooms and fields of act.vities with raised

| ~slip danger, walking method -- ramp test

Mod.DIN 51130 011004 UK
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DIN 51130 (06/2004)- Determination of the anti - slip properties —

Workrooms and fields of activities with raised slip danger, walking

method — ramp test

Surface characteristics

OPERATIVE CONDITIONS

Fixing scheme

¢ Walking direction

RESULTS

Average total acceptance angle:
Movement area (cm3/dm2):

CLASSIFICATION (BGR 181- 10/2003)

Group of anti - slip properties:
Movement area evaluation group:

Mod.DIN 51130 011004 UK

ORI

Smooth
Profiled
Structured
Rough
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